Section Il
Soil and Site Information

Construction Materials Table 1
Bon Homme County, South Dakota

(The information in this table indicates the dominant soil condition but does not eliminate the need
for onsite investigation. The ratings given for the thickest layer are for the thickest layer above
and excluding the bottom layer. The numbers in the value columns range from 0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom layer or thickest layer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)

[ ]
Map symbol Pct.| Potent!al source of | Potential source of
and soll name | of | gravel | sand
map |
unit| |

|
| Rating class [Value] Rating class [Value
I I I I

[ II I
AaA: |

Alcester———————————— | 85 Poor |Po or [
Bottom Iayer 0.00 Bottom layer ]0.00
Thickest layer ]0.00 | Thickest layer ]0.00
Depth to |0.00 | Depth to 0.00
permafrost | | permafrost

AcA: |

Alcester———————————— | 50 Poor Poor |
Bottom Iayer 0.00 Bottom layer ]0.00
Thickest layer ]0.00 | Thickest layer ]0.00
Depth to |0.00 | Depth to 0.00
permafrost | | permafrost

Chancellor-———=—————- | 35 |Poor |Poor |
Bottom layer 0.00 Bottom layer ]0.00
Thickest layer ]0.00 | Thickest layer ]0.00
Depth to |0.00 | Depth to 0.00
permafrost | | permafrost

Bn: | |
Bon | 85 Poor |Poor
Bottom Iayer 0.00 Bottom layer ]0.00
Thickest layer ]0.00 | Thickest layer ]0.00
Depth to |0.00 | Depth to 0.00
permafrost | | permafrost

Bo: || I

Bon | 85 Poor |Poor
Bottom Iayer 0.00 Bottom layer ]0.00
Thickest layer ]0.00 | Thickest layer ]0.00
Depth to |0.00 | Depth to 0.00
permafrost | | permafrost

Bonilla———-——--————— | 50 Poor |Poor |
Bottom Iayer 0.00 Bottom layer ]0.00
Thickest layer ]0.00 | Thickest layer ]0.00
Depth to |0.00 | Depth to 0.00
permafrost | | permafrost

Crossplain—————————- | 30 |Poor |Poor |
Bottom layer 0.00 Bottom layer ]0.00
Thickest layer ]0.00 | Thickest layer ]0.00
Depth to |0.00 | Depth to 0.00
permafrost | | permafrost

BsE: |

Boyd | 50 Poor |Poor
Bottom Iayer 0.00 Bottom layer |0.00
Thickest layer ]0.00 [ Thickest layer [0.00
Depth to |0.00 | Depth to 0.00
permafrost | | permafrost

Sansarc-—-——-———————- | 30 |Poor |Poor

Bottom layer 00 Bottom layer  |0.00
Thickest layer ]0.00 | Thickest layer [0.00
Depth to |0.00 | Depth to 0.00
permafroslt | | permri\frost

CmA:
Clarno—————————————- 60 Poor |Poor |
Bottom ayer 0.00 Bottom layer |0.00
Thickest layer ]0.00 | Thickest layer [0.00
Depth to |0.00 | Depth to 0.00
permafroslt || | permri\frost
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Soil and Site Information

Construction Materials Table 1
Bon Homme County, South Dakota

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Boni | | a————————————~ 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
CnB:
d arno—————————————- 60 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Boni | | a———————————— 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
CnA:
d arno—————————————— 45 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Crosspl ai n—————————- 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Davi son———————————— 15 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
CsB:
d arno—————————————- 45 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Et han 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Boni | | a———————————— 15 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
DaB:
Davi s 85 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost




Section |1
Soil and Site Information

Construction Materials Table 1
Bon Homme County, South Dakota

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
DaC:
Davi s 85 [ Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
D C
Del mont ~————————————- 50 [ Poor Fai r
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0. 00 Bottom | ayer 0.91
Tal no 30 |Fair Fai r
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0.12 Bottom | ayer 0. 86
EaA:
Eltree——————————— 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
EaB:
Eltree———————————- 85 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
EbC:
Eltree————————- 50 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Et han 30 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
EbE:
Eltree————————- 50 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Et han 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
EcD:
Eltree—————————- 55 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
Depth to 0. 00 Depth to 0.00
per maf r ost per maf r ost
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(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Crof ton————————————- 30 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
EdA:
Enet 50 [ Poor Fai r
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0. 00 Bottom | ayer 0.27
Del mont ~————————————- 35 | Poor Fai r
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0. 00 Bottom | ayer 0.91
EdB:
Enet 45 | Poor Fai r
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0. 00 Bottom | ayer 0.27
Del mont ~————————————- 40 | Poor Fai r
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0. 00 Bottom | ayer 0.91
EhB:
Et han 45 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Al cest er ———————————- 35 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
EhC.
Et han 50 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Al cest er ———————————- 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
EnE:
Et han 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Betts 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
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(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
EnC:
Et han 55 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Boni | | a———————————— 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
EoD:
Et han 50 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Davi s 40 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
EpC.
Et han 55 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Horme 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Fv:
Nor way ————-—————————- 100 | Poor Fai r
Bottom | ayer 0. 00 Depth to 0. 00
er maf r ost
Thi ckest | ayer 0. 00 Thi ckest | ayer 0.22
Depth to 0. 00 Bottom | ayer 0.28
per maf r ost
CGeE:
Gavi ns—————————————— 50 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Et han 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
Depth to 0. 00 Depth to 0.00
per maf r ost per maf r ost
G A
G acevi l |l e-————————— 85 [Fair Fai r
Thi ckest | ayer 0. 00 Thi ckest | ayer 0.00
Bottom | ayer 0.24 Bottom | ayer 0.98
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Construction Materials Table 1
Bon Homme County, South Dakota

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
HMA:
Horme 50 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Davi son————————————— 20 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Tet onka————————————- 20 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
HnB:
Horme 45 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Et han 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Onita 15 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
HpB:
Horme 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Et han 20 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Tet onka———————————- 15 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
HpC:
Horme 45 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
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Soil and Site Information

Construction Materials Table 1
Bon Homme County, South Dakota

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Et han 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Tet onka————————————- 15 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Hr A:
Hormre 60 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Onita 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Hr B:
Horme 60 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Onita 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Ht A
Horme 45 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Onita 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Tet onka———————————- 15 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
La:
Lamo 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
Depth to 0. 00 Depth to 0.00
per maf r ost per maf r ost
W
M scel | aneous Water—-| 100 | Not rated Not rated
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(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
CcA:
Onita 55 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Chancel | or —————————- 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
ReD:
Redst oe Vari ant ———-—- 50 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Gavi ns—————————————— 30 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Sa:
Sal no 85 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Sh:
Sar dak———-——————————- 60 | Poor Good
Bottom | ayer 0. 00 Depth to 0. 00
er maf r ost
Thi ckest | ayer 0. 00 Thi ckest | ayer 0.22
Depth to 0. 00
per maf r ost
Waubonsi e-—————————-— 25 | Poor Fai r
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Depth to 0. 00
er maf r ost
Depth to 0. 00 Thi ckest | ayer 0. 06
per maf r ost
TaE:
Tal no 60 |[Fair Fai r
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0.12 Bottom | ayer 0. 86
Del mont ~———————————— 30 | Poor Fai r
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0. 00 Bottom | ayer 0.91
TbhE:
Tal no 45 | Fair Fai r
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 09
Bottom | ayer 0.12 Bottom | ayer 0.57
Et han 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
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Construction Materials Table 1
Bon Homme County, South Dakota

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Te:
Tet onka———————————- 85 [ Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
ThC:
Thur mn————————————- 80 [ Poor Good
Bottom | ayer 0. 00 Depth to 0. 00
er maf r ost
Thi ckest | ayer 0. 00 Thi ckest | ayer 0.33
Depth to 0. 00
per maf r ost
ThE:
Thur mn————————————- 80 [ Poor Good
Bottom | ayer 0. 00 Depth to 0. 00
er maf r ost
Thi ckest | ayer 0. 00 Thi ckest | ayer 0.33
Depth to 0. 00
per maf r ost
W
Wat er 100 | Not rated Not rated
w:
Wor t hi ng——————————- 85 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Wo:
Wbor t hi ng—————————- 99 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
YaA:
Yankt on————————————- 60 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
Al cest er ———————————- 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost
YaB:
Yankt on————————————- 60 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
Depth to 0. 00 Depth to 0.00
per maf r ost per maf r ost
Al cest er ———————————— 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
Depth to 0. 00 Depth to 0. 00
per maf r ost per maf r ost







